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Client Name:  HUNAN WEIDU ENERGY SAVING MATERIAL CO.,LTD 

Client Address:  ROOM 101,BUILDING A1-11,XINYA PIONEER PARK,TONGGUAN 
STREET,WANGCHENG ECONOMIC AND TECHNOLOGIAL DEVELOPMENT 
ZONE,CHANGSHA 

 
Sample Name:  SILICONE SEALANT  WD-GP 

Model No.:  WD-GP 

Sample Type:  BULK ADHESIVES-SILICONE 

Sample 
Preparation/Pretreatment:  

No preparation 

The above sample(s) and information were provided by the client. 
----------------------------------------------------------------------------------------------------------------------------- ---------------- 
 
 
 

SGS Job No.:  TJP24-002227 

Sample Receiving Date:  Apr 18, 2024 

Testing Period:  Apr 18, 2024 ~ Apr 24, 2024 

Test Requested:  Select test(s) as requested by the client. 

Test Method(s):  Please refer to next page(s). 

Test Result(s):  Please refer to next page(s). 
 

Test Requirement Conclusion 

Benzene See Results 

Toluene, Xylene See Results 
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Test Result(s):  
 

Test Part Description： 

SN ID Sample No. SGS Sample ID Description 

SN1 A4 TSN24-0005943-0001.C004 white paste 
 

Remarks: 
(1) 1 mg/kg = 1 ppm = 0.0001% 
(2) MDL = Method Detection Limit 
(3) ND = Not Detected (< MDL) 
(4) “-“ = Not Regulated 

 
Benzene 
 
Test Method: With reference to GB 30982-2014 Annex B. 
 

 

Test Item(s) Unit(s) MDL A4 

Benzene g/kg 0.05 ND 
 
 

 
Toluene, Xylene 
 
Test Method: With reference to GB 30982-2014 Annex B. 
 

 

Test Item(s) Unit(s) MDL A4 

Toluene g/kg 0.05 ND 

o-Xylene g/kg 0.05 ND 

m&p-Xylene g/kg 0.05 ND 

Xylene g/kg - ND 

Toluene+Xylene g/kg - ND 
 
 

Notes: 
(1) Xylene includes o-xylene, m&p-xylene. 
 
 

 

Unless otherwise stated, the decision rule for conformity reporting is based on Binary Statement for Simple 
Acceptance Rule (w=0) stated in ILAC-G8:09/2019. 
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Sample Photo: 

 

TSN24-0005943-0001.C004 

 

SGS authenticate the photo on original report only 
*** End of Report *** 
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